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Supplementary Table 3. The thermal conductivity and specific heat capacity of different concrete 

 
Thermal conductivity 

 (𝑘𝐽/(𝑚2 · ℎ · °𝐶)) 

Specific heat capacity 

 (𝑘𝐽/(𝑘𝑔 · °𝐶)) 

Functional layer 9.452 0.904 

Transition layer 9.392 0.900 

Structural layer 9.332 0.895 

 


